
 

 

                 Specifications 

 HYDROCHLORIC ACID  
(HCl) 

Tests Specifications 

Appearance Slight Yellowish Clear Liquid 

Concentration as HCl Min. 33.0% 

Density at 20oC 1.164 – 1.174  g/ml  

Iron (Fe) Max. 3.0 ppm 

Free Chlorine Max. 50 ppm 

Sulphate (SO 2
4
 ) Max. 0.02 % 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 


